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Special welded steel tubes

Special 07

Special welded precision tubes, in material E195 and normalized 

conditions, are suitable for fluid transfer applications, for instance oil pipes 

and water inlet pipes. Outside diameter tolerances according to  

EN 10305-2, wall thickness tolerances according to EN 10305-3. Inside 

welding seam max 0,3 mm. OD 5 - 12 mm are leak tested with helium at 

35 bar pressure. OD > 12 mm are eddy current tested. The material is cold 

rolled and delivered from stock in lengths of normally 6000 mm.

Dimension
OD x Wall

Weight 
kg/m

Special 07
Zista 07 

Cr + VI free
12 my

Zista 07 
Cr + VI free

25 my

     5.00 x 1.00 0.099 X

6.00 x 1.00 0.123 X

6.35 x 0.70 0.097 X

     8.00 x 1.00 0.173 X

     8.00 x 1.00 0.173 X

9.53 x 1.00 0.210 X

10.00 x 1.00 0.222 X

    10.00 x 1.50 0.314 X

12.00 x 1.00 0.271 X

    12.00 x 1.00 0.271 X

    12.00 x 1.50 0.388 X

12.00 x 1.50 0.388 X

12.70 x 1.00 0.289 X

    15.00 x 1.50 0.499 X

    15.00 x 1.50 0.499 X

16.00 x 1.00 0.370 X

16.00 x 1.00 0.370 X

    16.00 x 1.50 0.538 X

    16.00 x 1.50 0.536 X

18.00 x 1.00 0.419 X

18.00 x 1.00 0.419 X

19.00 x 1.00 0.444 X

20.00 x 1.50 0.684 X

20.00 x 1.50 0.684 X

    22.00 x 1.00 0.518 X

22.00 x 1.00 0.518 X

22.00 x 1.50 0.758 X

25.00 x 1.50 0.869 X

    28.00 x 1.50 0.980 X

    32.00 x 1.50 1.128 X

Zista 07

Zista 07 are manufactured in the same way as Special 07 but are zinc 

coated and used in applications where there is a demand for corrosion 

resistance. The zinc layer can be offered in two thickness variants,  

min 12 my or min 25 my which is CR + VI free thicklayer passivated.

Technical information

Cold drawn precision steel tubes according to EN 10305-1 (DIN 2391)

Seamless cold drawn precision steel tubes according to EN 10305-4 (DIN 2391/C)  

 

Welded cold drawn precision steel tubes according to EN 10305-2 (DIN 2393)

Surface

In accordance with the manufacturing method, the tubes shall have 

a smooth outer and inner surface. Due to the manufacturing method 

surface defects such as depressions, pores and longitudinal scratches are 

permitted

Measurement deviations

For cold drawn / hard tubes +C does the tolerances with regard to 

deformation due to heat treatment greater as shown in the table 

alongside

Measurement tables EN 10305-1 and -4 - , refer to page 152.

Measurement tables EN 10305-2 -, refer to page 153.

Straightness

Straightness deviation may in general be 0.15% of the length, for tubes 

with outside diameter greater than 15 mm. Tubes with outeside diameter 

up to an including 15 mm are delivered straightened in the best possible 

way.

Tube ends

Tubes are cut wherever possible perpendicular to tube axis. However, 

diametrical changes as well as local wall thickness deformation can occur 

when cutting. This does not apply to fixed lengths. Special machining of 

ends can be arranged after agreement. 

Tolerance of delivered quantities

Delivery of quantities less than or exceeding the ordered quantity is 

dependant on the ordered number of meters per dimension and is 

permitted according to the table alongside. 

With fixed lengths, delivery of quantities less than ordered is not allowed. 

Delivery of quantities greater than ordered is allowed according to the 

table alongside.

Wall thickness (T)    
Outer diameter (D)

Values according to the 
measurement table

> 0.05 1 x the value in the measurement table

0.05 > T/D > 0.025 1.5 x the value in the measurement table

< 0.025 2 x the value in the measurement table

Ordered quantity (m) Permitted deviation %

<  500 +/- 15%

> 500 +/- 10%

Ordered quantity (Pieces) Permitted deviation %

<  500 + 20%

> 500 <  2000 + 15%

> 2000 + 10%
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